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REDACTED SPECIMEN
Illustrative data / Unissued

MILL TEST CERTIFICATE / INSPECTION CERTIFICATE (EN 10204 3.1)

REDACTED SPECIMEN - ALL IDENTIFIERS AND TEST VALUES ARE ILLUSTRATIVE - NOT VALID FOR SHIPMENT

DOCUMENT IDENTIFICATION VALUE ORDER FIELD VALUE

Certificate No. SAMPLE-GI-001 Issue status UNISSUED SPECIMEN

Purchaser [REDACTED] Contract / PO [REDACTED]

Product standard EN 10346:2015 Steel grade DX51D+Z

Product Hot-Dip Galvanized Steel Coil Total quantity 11.430 MT

Dimensions 0.50 x 1250 x C mm Destination [REDACTED]

BATCH / PRODUCT TRACEABILITY - ILLUSTRATIVE DATA

Item Heat No. Coil No. Size (mm) Weight MT Coating Surface

1 SAMPLE-H01 SAMPLE-C01 0.50 x 1250 x C 5.750 Z275 Passivated + oiled

2 SAMPLE-H01 SAMPLE-C02 0.50 x 1250 x C 5.680 Z275 Passivated + oiled

CHEMICAL COMPOSITION - ILLUSTRATIVE DATA, NOT PRODUCTION RESULTS

Heat No. C % Si % Mn % P % S % Al % Result

SAMPLE-H01 0.055 0.018 0.245 0.014 0.009 0.038 Illustrative

MECHANICAL PROPERTIES - ILLUSTRATIVE DATA, NOT PRODUCTION RESULTS

Coil No. Yield MPa Tensile MPa Elong. % Coating g/m2 180 deg bend Result

SAMPLE-C01 295 378 32.5 281 No peeling Illustrative

SAMPLE-C02 305 385 31.0 284 No peeling Illustrative

COATING AND SURFACE INSPECTION - ILLUSTRATIVE DATA

Coil No. Triple-point coating Spangle Passivation Oil Visual

SAMPLE-C01 279 / 281 / 283 g/m2 Minimum Cr3+ Light No visible defect

SAMPLE-C02 282 / 284 / 286 g/m2 Minimum Cr3+ Light No visible defect

DOCUMENT CONTROL, TRACEABILITY AND RELEASE

PUBLIC DISCLOSURE: This specimen reproduces the layout and field density of an order-specific inspection document. All certificate, heat, coil, bundle, quantity and
numerical test data shown here are illustrative and do not describe a customer shipment.

An issued EN 10204 3.1 document reports actual specific inspection results for the delivered material against the single ordered product standard and edition. Traceability connects PO ->
heat / cast -> production lot -> product marks -> packing list -> shipment lot.

Third-party inspection is provided only when agreed in the PO or inspection plan. The issued document is validated by the manufacturer's authorized inspection representative
independent of the manufacturing department.

RELEASE FIELD VALUE CONTROL FIELD VALUE

Manufacturer Qingshan (Shandong) Steel Co., Ltd. Document status SAMPLE / UNISSUED

Inspection representative [SIGNED ON ISSUED DOCUMENT] Signature / stamp [APPLIED ON ISSUED DOCUMENT]

Customer copy Order-specific PDF supplied after release Verification Match heat / lot to marks and packing list
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ILLUSTRATIVE DATA - NOT VALID FOR SHIPMENT, CUSTOMS CLEARANCE OR MATERIAL ACCEPTANCE


